@ ALACER MAS

Tableau d'équivalence

Consultez le tableau ci-dessous pour plus d’'informations.

tabias equivalencia

Information technique

AlSI

AISI 201

AIS| 301

AIS| 302

AISI 302 HQ

AIS| 303

AISI 304

AlS| 304H

AISI 304HN /
XM-21

AlISI 304 LER

AIS| 304L

AlISI| 308

W. Nr DIN 17440-17441

14310

14305

14301

14948

14306

14303

X12 CrNi 17 7

X 10 CrNiS 18 9

X'5CrNi 18 10

X6 CrNi 18 11

X2 CrNi 1911

X4 CrNi 18 12

UNS

S20
100

S 30
100

S 30
200

S 30
430

S 30
300

S 30
400

S 30
409

S 30
452

S 30
403

S 30
800

AFNOR NFA
35573

Z12CN 18.08

Z10CN 18.09

Z6CNU18.10

Z 8 CNF 18.09

Z 6 CN 18.09

Z2CN18.10

BS
1449

301S
22

302 S
25

303 S
31

304 S
15

304 S
51

304 S
11

305S
19

JIS GOST

SUS 201 =

SUS 301 =

SUS 302

12Ch18N9

SUSXM7 --

SUS303 =

SUS304 =

SUS304L 03Ch18N11

SUS305/

SUS305JI 06Ch18N11

IS

10Cr17Mn6Ni4

10Cr17Ni7

04Cr18Ni10

07Cr18Ni9

02Cr18Nil1l



AISI 308L (E) - - - - - - - -
S 30 309 S

AISI309 14828 X 15CINiSi2012 o~ Z15CNS20.12 ~) SUH 309 07Ch25N13 -
AISI 310 -~ X 15CrNiSi 25 20 30301 Z 12CNS25 20 313015 SUH 310 Ch25N20L -
AISI310S 14845 X 12 CrNi25 21 %0381 Z 12 CN 25 20 312215 SUS 310S - -
AISI 314 14841 X 15 CrNiSi 25 20 io301 Z 12 CNS 25 20 312‘335 SUH 310 Ch25N20L -
. s 31 316 S .
AISI316 14436 X 5 CrNiMo 17133 0 Z7CND 18.12.03 ~ ) SUS 316 - 04Cr17Ni12Mo2
AISI 316  14401X 5 CrNiMo 17 12 2 i0301 Z 7CND 17.12.02 313615 - - -
AISI 316Ti 14571 X6 CMIMoTil7  S3l o \prg7.90 320S - 10Ch17N13M2T 04Cr17Ni12Mo2Ti20
122 635 31
. s 31 316 S .
AISI316L  14404X 2 CrNiMo 17132 G~y Z3CND18.12.02 ©.7°  SUS316L  03Ch17N14M3  02Cri5Ni12Mo2
AISI 3161 14435X 2 CrNiMo 18 14 3 20331 73 CND 18.14.03 311615 - - -
AISI317 14449 X5CrNiMo 1713 °51 - 317S gusa17 - -
700 16
AISI 317L 14438 X 2 CrNiMo 18 164 570331 73 CND 19.15.04 311725 SUS 317L - -
e - o - - - — — -
_ S 32 321S . .
AISI321 14541 X6CINITI1810 - ° Z6CNT1812 “ - 08Ch18N10T 04Cr17Ni12Mo2Ti20
X 10 Cr13/X 12Cr S 41 410 S 12Ch13/
AISI 410 14006 13 200 Z10C 13 o1 SUS 410 Lechial 12 Cr13
AISI 403 24038 X 6Cri3 S40 S ioc1am 298 susaos - 04 Cr 13
300 S17
AISI 416 14005 X 12 CrS 13 2;'01 Z11CF13 412615 SUS 416 - -
AISI 416 B - - - - - - - -
AISI 420 14021 X 20Cr13 %5102 7220C 13 423075 SUS 420J1 20Ch13 20 Cr 13
Z44C14/ 420S
- 14034 X 46 Cr 13 - 28013 M " - 40 Ch 13 -
AISI420B - - - - - - - -
AISI420C - - - - - - - -
AISI 431 14057 X 17 CrNi 16 2 515103 7 15 CN 16.02 4:;195 SUS 431 20 Ch 17N2 15Cr16Ni2
- 14122 X39CrMo171 - - - - - -
S 44
AISI 4408 14112 X 90CrMoV 18 - - SUS 440B - -
AIS| 440C 14125 X105 CrMo 17 %gj Z100CD 17 - suUs440C 95 Ch 18 105Cr18Mo50
. 409'S
AISI 409 14512  X2CRTi12 - Z3CT12 SUH 409 - -

19



AISI 409CB -- --

AISI 430 14016 X6Crl7

AISI 446 14762 X 10 CrAl 24

AISI 430L -- --

AISI 430F 14104 X 14 Cr MoS 17

-- 14462 X2CrNiMoN 22 5 3

AISI 630 TYPE

17 -4 PH 14542 X5CrNiCuNb16-4

AISI 631 TYPE

17 -7 PH 14568 X7CrNiAl 17 7

S 40
940

S 43
000

S 44
600

S 43
020

S 17
400

S 17
700

430 S

Z28C17 15

Z 10 CAS 24 --
441 S

Z 13 CF 17 29
Z2CND 24 08 Az 318 S

13

Z6CNU17-04 --

Z9CNAI17-07 --

SUS 430F

SUS 32933 L

SUS 630

SUS 631

09Ch17 N 7 Jul



